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Outgoing Inspection Report

BPERS E2iRE
Customer Oder No. Part No.
M5 | pag.srdsr Mﬁﬁ% B2 || e R
25MM  |Materi | NCNLL 0 der qty 150 20
Code ol Coating Insp Qty
TEAR Tik L WA HE
Shape Block Horseshoe Arc Others
K56 75 H S Tl g
Insp. Items Dimension Appearance Magnetic Reading
Kkt |oD/Lmm) 'D’n\:\’)(m L/H(mm) Eﬁﬁfﬁﬁ;ﬁg FHE (Gs)
Inspection | 39 5./.0.1 | 5+/.0.1 |12.5+-0.1|  dreving and N Center s
standard inspection standard
1 39.53 5.05 12.46 3521 3623
2 39.51 5.05 12.51 3617 3700
3 39.48 5.06 /’1,2-4,? Mg 3550 3558
4| 3952 | s04 \rz%'a c& 3650 3620
5 | 3952 | 506 @’E}) s & 3485 3550
6 | 2951 | 505 | wEa | 3560 3625
7 39.53 5.05 12.46 3600 3650
8 | 39.52 5.06 12.52 3478 3553
9 39.53 5.04 12.48 3520 3645
7 10 | 3951 5.05 12.46 BAGLEAEEIE S 3545 3612
=] Pdh . HABE R R
NO | 11 [ 3954 5.03 12.45 F B 3565 3551
12 39.52 5.07 12.53 3549 3633
13 39.48 5.05 12.53 3651 3649
14 39.52 5.06 12.54 3485 3453
15 39.48 5.05 12.53 3506 3540
16 | 3953 5.03 12.54 3650 3630
17 | 3952 505 | 12.46 3670 3652
18 | 39.50 5.06 12.48 3600 3534
19 | 3951 505 | 1253 3612 3641
20 | 39.49 5.06 12.52 3700 3551
MAX 39.54 5.07 12.54 Br Hcb Hgj (BH)m
MIN 3948 | 503 | 1245 gf:ggﬁfécs «Gs) |  (kOe) (kOe) (MGOe)
AVE 39.51 505 | 1250 12.19 11.33 12.57 34.10
LR (oL PN iy % JigE
Inspection Inspector | 2024-11-11 Approver 2024-11-11
conclusion
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x0e 30 27 24 21 18 15 12 s 3
kA/m 2387 2149 1910 1671 1432 1194 955 716 239
T
Br = 1.219 'm 12.19 Material Type NdFeB R - 264
Hcb = 902 XA/m 11.33 Patch No 240619-78 it fike/ BURE: P
Hej = 1000 kA/m 12.57 Sample No N35 £ 18 : Y36
(BH)max = 271.34 kJ/m*3 34.10 Test Date 2024/6/21
Hk = 976 kA/m 12.26 Sample Shape Column
Hd = 449 XA/m  5.64 Size (mm) 22.41
Bd = 0.604 ! 6.04 Document No 240212943
Hd5 = 714 XA/m  8.97 SampleT(C) 22
Hk/Hc) = 97.6% prec 1.076

(BH)max-Pc= 1.07
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