
Batch No Magnetization or not Magnetization

Size Coating NiCuNi

Sampling method sampling amount 20

① ②

10 10

±0.05 ±0.05 N S

mm mm

9.98 10.00 4280 4450

9.99 10.02 4310 4370

10.00 9.98 4270 4310

9.98 9.97 4350 4380

9.99 9.99 4260 4360

9.97 10.01 4360 4320

9.98 9.98 4280 4440

9.97 9.97 4300 4280

9.99 9.99 4330 4480

10.00 10.00 4260 4350

9.99 9.99 4270 4410

9.98 10.02 4280 4300

10.00 9.97 4320 4470

9.97 9.98 4340 4330

10.00 10.00 4290 4390

9.98 10.01 4270 4290

9.97 9.97 4260 4400

9.98 10.00 4280 4420

10.00 10.02 4270 4340

10.01 10.01 4280 4430

10.01 10.02 4360 4480

9.97 9.97 4260 4280

9.99 9.99 4293.00 4376.00

OK OK OK OK

Magnet test report
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Performance N35 D10*10mm
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The surface magnetic force at the center
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Test Conclusion
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